O TANG CUC TIEU CHUAN PO LUONG CHAT LUGNG
N TRUNG TAM KY THUAT TIEU CHUAN DO LUGNG CHAT LUONG 3
QUATEST 7° QUALITY ASSURANCE & TESTING CENTER 3

KT3-03323AXD7 | PHIEU KET QUA THU NGHIEM 14/11/2017
TEST REPORT ek

1. Tén mau : XTREME HARD (PHU LOP SAN PHAM XTREME HARD LEN MAU
Name of sample BE TONG MAC 30 MPa)
2. S6 luong méu: 01 (03 tAm bé tdng — (200 x 100 x 17) mm c6 pht chét lam ctmg bé mit)
Quantity (03 concrete plates — (200 x 100 x 17) mm - covered with hard-surface material)
3. Ngay nhan mau :07/11/2017

Date of receiving

4. Thoi gian thtr nghiém : 08/11/2017 — 14/11/2017
Testing duration

5. Noi giri mau : CONG TY TNHH XAY DUNG THUONG MAI QUOC HOANG
Customer 1246A Lé Vian Lwong, fip 3, xa Phwéc Kién, Nha Be, TP. Ho Chi Minh

6. Két qua thir nghiém
Test result

Tén chi tiéu Phuong phap thir Két qua thir nghiém
Characteristic Test method Test result
6.1. PO mai monbé mat, glem’| TCVN 3114 :1993 0,23
Surface to abrasion

P. TRUONG PTN XAY DUNG TL. GIAM POC
DEPUTY HEAD OF CIVIL
ENGINEERING TESTING LAB.

Tran Huynh Chwong

1. Cac I\L[qll i thit nghiém ghi trong phi€u ndy chi c6 gié tri dai véi m Au do khéch hang gt dén./ Test results are valid for the namely submitted sample(s) only. e

2. Khong dugc trich sao mdt phan phleu két qua thit nghiém nay n€u khong c6 sy dong ¥ bing vin bin clia Trung tm Ky thuat 3. N/A: khong 4p dung.
This T( st Report shall not be reproduced, except in fu/l without the written approv. al of Quul( st 3. Not applicable

3. Tén miu, t&n khich hang dugc ghi theo yéu ciu clia ndi giti mau./ Name of sample and customer are written as customer’s request.

4. P khong dam bao do md rong udc lugng dugc tinh véi k 2, mic tin cdy 95 %. Khich hang c6 thé lién hé theo dia chi dudi dé biét thém thong tin.

E\nmu[(dupamh t/umulaum uz‘umuuuunuzr with k = 2, at 95 % confidence level. Please contact Quatest 3 at the below address for further information.
Head Office: 49 Pasteur, Q1, H5 Chi Minh City, VIET NAM Tel: (84-28) 3829 4274 Fax: (84-28) 3829 3012 Website: www.quatest3.com.vn
Testing: 7 Road 1, Bién Hoa 1 Industrial Zone, Déng Nai Tel: (84-251) 383 6212 Fax: (84-251) 383 6298 E-mail: tn-cskh@quatest3.com.vn

LAn stra d6i: 0 BH10 (12/2016) MO03/1 - TTTNO9




0 TANG CUC TIEU CHUAN DO LUONG CHAT LUONG
N TRUNG TAM KY THUAT TIEU CHUAN DO LUGNG CHAT LUQNG 3
QUATEST 3° QUALITY ASSURANCE & TESTING CENTER 3

KT3-03325AXD7 | PHIEU KET QUA THU NGHIEM 14/11/2017
TEST REPORT e

1. Tén mau : XTREME HARD (PHU LGP SAN PHAM XTREME HARD LEN MAU
Name of sample BE TONG MAC 30 MPa)
2. S6 luong mAu: 01 (02 tAm bé tdng — (200 x 100 x 17) mm c6 phi chat 1am ctimg bé mat)
Quantity (02 concrete plates — (200 x 100 x 17) mm - covered with hard-surface material)
3. Ngay nhan mau :07/11/2017

Date of receiving

4. Thoi gian thtr nghiém : 08/11/2017 — 14/11/2017

Testing duration
5. Noi giri mau : CONG TY TNHH XAY DUNG THUONG MAI QUOC HOANG
Customer 1246A Lé Vin Lwong, 4p 3, xa Phwéc Kién, Nha Bé, TP. Ho Chi Minh
6. Két qua thir nghiém
Test result
Tén chi tiéu - Phuong phép thir Két qua thir nghiém
Characteristic Test method Test result
6.1 B cimng Mohs TCVN 6415 - 18 : 2005 7 (Quartz)
Mohs Hardness
P. TRUOGNG PTN XAY DUNG TL. GIAM POC
DEPUTY HEAD OF CIVIL . PP.DIRECTOR
ENGINEERING TESTING LAB. TRU O/b . 0 NG THU NGHIEM
Trin Huynh Chwong

1. Céc két qué thit nghiém ghi trong phié‘u nay chi ¢6 gi4 tri d6i v6i m::lu do khach hang gfl’i dén./ Test results are valid for the namely submitted sample(s) only. Py
2. Khéng dugc trich sao mdt phin phi€u k&t qua thir nghiém nay néu khong c6 sy dong § béng vin ban ctia Trung tam Ky thudt 3. N/A: khong 4p 4dt_1ng.
This T( est Report shall not be reproduced, exc ept in /‘MII without the written approval of Quatest 3. Not applicable
3. Tén miu, tén khich hang dudc ghi theo yéu ciu clia ndi giti mau./ Name of sample and customer are written as customer’s request.
4. D9 khong dam bao do md rong ude lugng duge tinh véi k = 2, mic tin ¢ 4y 95 %. Khich hang c6 thé lién hé theo dia chi du6i dé bi€t thém thong tin.
Estimated expanded uncertainty of measurement with k = 2, at 95 % confidence level. Please contact Quatest 3 at the below address for further uz/nmm!inn.

Head Office: 49 Pasteur, Q1, H6 Chi Minh City, VIET NAM  Tel: (84-28) 3829 4274  Fax: (84-28) 38293012 Website: www.quatest3.com.vn
Testing: 7 Road 1, Bién Hoa 1 Industrial Zone, Pong Nai Tel: (84-251) 383 6212  Fax: (84-251) 383 6298 E-mail: tn-cskh@quatest3.com.vn

Lin stra d6i: 0 BHI10 (12/2016) MO03/1 - TTTN09




0 TANG CUC TIEU CHUAN PO LUONG CHAT LUONG
N TRUNG TAM KY THUAT TIEU CHUAN DO LUGNG CHAT LUQNG 3
QUATEST 8" QUALITY ASSURANCE & TESTING CENTER 3

PHIEU KET QUA THU NGHIEM

KT3-03324AXD7 TEST REPORT ; ;1/;61821%'1/

1. Tén mau : XTREME HARD DENSIFIER (CHAT TANG CUNG SAN, NGAN
Name of sample BUI HO TRQ BAO DUONG MAT SAN)

2. S6 lugng mau :01(1,25L)
Quantity

3. Ngay nhan mau :07/11/2017
Date of receiving

4. Noi giri mau : CONG TY TNHH XAY DUNG THUONG MAI QUOC HOANG
Customer 1246A Lé Van Luwong, ap 3, xa Phwdc Kién, Nha B¢, TP. Ho6 Chi Minh

5. Thoi gian thir nghiém : 08/11/2017 — 14/11/2017
Testing duration

6. Két qua thir nghiém

Test results
Tén chi tiéu Phuong phap thur | Két qua thir nghiém
Characteristic Test method Test result
6.1. Ty khéi 625 °C ASTM C 494 - 15 1,103
Specific gravity at 25 °C
6.2. bopH&25°C M Tham khao/ Refer to 10,0
pH index at 25 °C ASTM D 1293 - 05

Ghi cht/ Note: V) Ty 18 tron/ Ratio Mixing: Nudc/ Water : Xtreme hard =4 : 1

P. TRUGNG PTN XAY DUNG TL GIAM POC
DEPUTY HEAD OF CIVIL P-D
ENGINEERING TESTING LAB. TRUGNG PHON! : THU NGHIEM

] cmmnoo 0N/ &;
3 CHAT LUGNG 3/

%,

M
A A
Tran Huynh Chwong Nguyen TAn Tung
l Céc k&t qué thit nghiém ghi trong [)hltu nay chi ¢6 gié tri doi v6i ma Au do khach hang \\UI dén./ Test results are valid for the namely submitted sample(s) only. N/A: khone éip d
- khong 4 g
2. Khéng dugc trich sao mot phin phlul k&t qua thir n ghiém nay néu khdng cé sy dong ¥ bing vin bin clia Trung tim Ky thudt 3. ' ],O[]f D vIE
This 7( st Report shall not be reproduced, except in qu without the written appr vl of ()mm st 3. Not applicable

3. Tén miu, tén khach hang dudc ghi theo yéu ciu chia ndi giti mau./ Name of sample and customer are written as customer’s request.
4. D0 khong dam bao do md rong udc lugng dudc tinh véi k = 2, mife tin cdy 95 %. Khéch hang c6 thé lién hé theo dia chi dudi dé biét thém thong tin.
l"wmzalu/upundu/ uncertainty of measurement with k = 2, at 95 % confidence level. Please contact Quatest 3 at the below address for further m/mmu/ium

Head Office: 49 Pasteur, Q1, H6 Chi Minh City, VIET NAM  Tel: (84-28) 3829 4274 Fax: (84-28) 38293012 Website: www.quatest3.com.vn
Testing: 7 Road 1, Bién Hoa 1 Industrial Zone, Péng Nai Tel: (84-251) 3836212  Fax: (84-251) 383 6298 E-mail: tn-cskh@quatest3.com.vn

LAn stra ddi: 0 BH10 (12/2016) MO03/1 - TFTN09




